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UNIVERSITY OF CALIFORNIA
LOS ALAMOS., NEW MEXICO 87543

John L. Warren, H-7 -2-  DATE: 1 February 1978

Data on shafts filled this period are as follows:

AppProx. : Cement ' : |
Shaft  Depth Date Paste 238py -~ 239py 24 ‘.Z}m(e) . (9)
No. m Filled liters Ci Ci Ci
8™ 204 7720077 77,300 0.54 3.29 99.10
,87 20.0 lo0/4/77 51,100 0.18 0.56 2.61

Data on Corrugated Metal Pipe (CMP) filled this period ) are as follows:

Cement
P Date Paste 238p, 239p, 2"1Am(g)'

I.D. No. Filled liters Ci Ci Ci

001234 7/7/77 2,800 0.26 0.55 ° 146.6

001235 /1/77 2,800 0.10 0.28 116.2

001236 8/26/77 2,800 0.18 - (.28 185.6

001237 . 7/7/77 2,800 0.23 0.49 132.4

001238 1/7/77 2,800 . 0.27 0.56 151.3

001239 8/26/77 . . 2,800 0.18 0.28 - 185.6

001240 . 8/26/77 2,800 0.19 0.29  192.0

001241 9/8/77 2,800 L 0.11 0.42 152.7

001242 9/8/77 2,800 0.06 0.52 132.9

001243 . 9/21/77 2,800 - 0.07 0.28  127.3

001244 (1) 9/8/717 2,800 0.06 0.58 147.1

001245 9/21/717 2,800 0.07 0.54 150.1

001246 9/21/77 2,800 0.08  0.31  144.3

001247 9/23/77 2,800 0.08 0.29 140.4

001248 9/23/717 2,800 0.05 0.15 142.7

001249 9/23/77 2,800 0.05 - 0.15 142.7

001250 10/19/77 2,800 0.09 .0.16 145.9

001251 10/19/77 2,800 0.37 0.12 129.4

001252 - 10/19/77 2,800 0.37 ' 0.12  129.4

001253 10/19/77 2,800 0.37 0.12 129.4

001254 11/4/77 =~ 2,800 . 0.33 0.14 169.0

1001255 - 11/4/77 2,800 | - 0.33  0.14 169.0

001256 11/4/77 2,800 . 0.33 0.14 169.0 —
- 001257 - 11/15/77 2,800 0.30 . 0.12 153.6 =

001258 11/15/77 2,800 ' 0.54 0.23 200.4 =

001259 11/15/77 2,800 . 0.54 0.23  200.4 =

001260 12/9/77 2,800 , ° 0.55 0.30 - 193.1 =

001261 . 12/9/77 2,800 0.54 0.33  181.2 . S=

001262 12/9/77 2,800 0.54 0.33 181.2 g

001263 12/9/77 2,800 0.54 0.33 181.2 =

001264 12/15/77 2,800 0.65 0.44 197.2 =

001265 - 12/15/77 2,800 0.72 0.51 202.9 =
001266 12/15/71 2,800 0.72 0.51  202.9

~ €) Concentration in paste exceeds 10 nCi/g. However, administrative efforts.

are continuing to perfect operating procedures which will reduce tha
concentrations to acceptable levels, ‘ :
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~0S ALAMOS SCIENTIFIC LABORATO
UNIVERSITY OF CALIFORN
LOS ALAMOS, NEW MEXICO 87545

John L. Warren -3~ DATE: ] February 1978

Retrievable Storage in Area T began December 31, 1975. Containment
vessel is 30" (.8 m) dia x 20' (6.1 m) deep and will hold approximately
2.8 m3 cement paste. .

Nunbers are based on H-7 analysis of Pug Mill Feed Solutions.

Includes solids in rinse water from 95 PMRs. Bulk of rac..xoactlvz.ty
received during 6 PMRs in 1974.

first CMP with l6-gauge cap on bottom.
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M. A. Rogers, H-8, MS 737



